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Abstract: The review paper starts with the applications of liquid metals and then concentrates on lead
and lead–bismuth eutectic used in Gen IV nuclear reactors and accelerator-driven systems. Key points
of degradation modes of austenitic stainless steels and ferritic-martensitic steels, candidates for the
structural components, are briefly summarized. Corrosion and liquid metal embrittlement are critical
issues that must be overcome. Next, the paper focuses on the strong efforts paid to the mitigation of
corrosion and reviews the different solutions proposed for the protection of steels in lead and lead–
bismuth eutectic. There exist promising solutions based on protection by deposition of protective
coatings or protection by “natural” oxidation resulting from optimized chemical composition of the
steels. However, the solutions have to be confirmed especially by longer-term experiments and by
additional mechanical testing.
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1. Introduction
Liquid metal, elemental or alloyed material, is a special state of matter which gives
rise to particular engineering applications. The melting temperature and the temperature
range in which the material is in the liquid state depend on its chemical composition.
Depending on the melting temperature, different engineering applications arise. It may
be considered that low melting temperature materials are metals or alloys with a melting
point below 300 ◦ C. Among them gallium and mercury and their alloys are liquid or
nearly liquid at room temperature. They have potential applications as nanomaterials [1]
as well as spallation neutron sources, e.g., [2,3]. Higher melting point materials such
as sodium, lithium, tin, lead, bismuth (the three last metals being heavy liquid metals—
HLMs), and their alloys have found application in soldering for the electronic industry,
in cooling concentrated solar power systems [4,5], nuclear reactors [6–8], and also for
neutron sources [9]. Properties of HLMs and their impact on the behavior of materials
or components in contact have been investigated since the 1950s, but are still today the
purpose of research.
The present review paper concentrates on lead and Lead–Bismuth Eutectic (LBE), an
alloy containing 44.5 wt.% Pb and 55.5 wt.% Bi, which are the favorite candidate HLMs as
the cooling fluids for Gen IV nuclear reactors [10]. Performances of Pb–Bi–Sn and Pb–Bi–Zn
alloys with lower melting temperatures have been compared to that of LBE. However, they
appeared to be more aggressive at high temperature against steels than LBE, and therefore
were no longer investigated [6]. As mentioned in the literature (e.g., [11–15]), lead and LBE
have a low melting point (respectively very close to 327 and 125 ◦ C) and a high boiling
point (respectively close to 1745 and 1670 ◦ C) which allows working at high temperature.
Moreover, thanks to the inertness with air and water, it is highlighted that its use makes
a lead or LBE-cooled reactor safe. In addition, LBE appears as a good lubricant with a
low friction coefficient of 0.1 and a wear rate of 10−6 mm3 /Nm for the steel discs [16].
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In low oxygen liquid metals, austenitic stainless steels corrode by selective dissolution
of nickel in the liquid metal, which may result in the local transformation of austenite
into ferrite in the depleted surface zones, as shown in Figure 3 [29]. For instance, in
stagnant LBE for 1000 h at 450 ◦ C, the threshold oxygen concentration associated with
the onset of dissolution corrosion in 316L steel lies between 10−6 and 10−7 mass% oxygen
for the specific exposure conditions [30]. Not only the chemical composition but also the
initial state of the material influence the dissolution [21,31,32]. Cold-worked 316L are
more sensitive to ferritization [31] and exhibit more severe dissolution corrosion [32] than
solution-annealed 316L steels. The velocity of lead alloys impacts the corrosion rate of 316L
steel which becomes much higher from a velocity of 2 m/s [17].
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Figure 2. Double-layer oxide scale developed and braked in T91 steel under constant extension
rate test in Pb at 400 °C, showing many superficial cracks in the oxide; SEM-secondary electrons
image from [28].
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In low oxygen liquid metals, austenitic stainless steels corrode by selective dissolution of nickel in the liquid metal, which may result in the local transformation of austenite
into ferrite in the depleted surface zones, as shown in Figure 3 [29]. For instance, in stagnant LBE for 1000 h at 450 °C, the threshold oxygen concentration associated with the
onset of dissolution corrosion in 316L steel lies between 10−6 and 10−7 mass% oxygen for
the specific exposure conditions [30]. Not only the chemical composition but also the initial state of the material influence the dissolution [21,31,32]. Cold-worked 316L are more
sensitive to ferritization [31] and exhibit more severe dissolution corrosion [32] than solution-annealed 316L steels. The velocity of lead alloys impacts the corrosion rate of 316L
steel which becomes much higher from a velocity of 2 m/s [17].
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Figure 3. SEM cross-section image showing ferritic zones in stainless steel sample after 3045 h at
500 °C in 10−8 wt.% oxygen LBE, from [29]. L1, L2 and L3 are the length of the ferritic layer.

For martensitic steels, homogeneous dissolution occurs promoting more (e.g.,
[18,33]) or less pronounced relief which may act further as a stress raiser, see Figure 4.
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cracking initiate in liquid metals at the surface of the materials, as does corrosion.
Therefore, in order to mitigate the corrosion damage of steels by lead or LBE, intensive research on the surface modifications of materials in contact with liquid metals has
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are shorter in liquid metal than in air. It is important to note that LME and fatigue cracking
initiate in liquid metals at the surface of the materials, as does corrosion.
Therefore, in order to mitigate the corrosion damage of steels by lead or LBE, intensive
research on the surface modifications of materials in contact with liquid metals has been
conducted and is still in progress.
The present paper is a literature review of the different solutions proposed these last
two decades for the protection of steels in liquid metals. The results mainly come from the
investigations carried out in international projects devoted to liquid metal-cooled nuclear
reactors. T91 and 12Cr martensitic steels, 316L austenitic stainless steels, or more highly
alloys steels are mainly considered. In this research, attention is essentially paid to the
corrosion resistance of these steels in liquid lead or/and LBE.
2. Technical Options
Since corrosion, LME or fatigue crack initiation start at the external surface of the
material, it turns out that their modification has to be optimized to overcome or delay the
related damages.
Two options have been considered and are still under consideration:

•
•

The deposition of an external coating on the steel matrix.
An “auto—formation” of an external layer whose composition depends on the chemical composition of the steel matrix and the reaction with the liquid metal.

Both solutions consist in setting a barrier between the steel matrix and the liquid metal
in order to prevent interaction between them. In addition to corrosion resistance functions,
the protective barrier is required to be adhesive to the steel substrate and mechanically
performant. In the case of the degradation of the coating, the degradation must not be
transferred to the steel substrate, e.g., must not reduce fatigue resistance. Therefore, the
thickness of the coating must be controlled or the coating must exhibit auto repairing
properties, e.g., reformation of a stable oxide in the liquid metal.
Within these two above options, there is one which consists in forming a stable
and protective layer of iron and chromium oxides at the surface of stainless steels by
maintaining the steel in an oxygen rich liquid metal in appropriate conditions range. This
option is not recommended for high temperature applications (above 500 ◦ C) because the
kinetics of oxide growth is fast. This would result in a thick and weakly adherent layer
of oxide [45,46]. Thus, reduction in thermal conductivity, oxide spallation, and channel
plugging are arising issues.
In chromium-containing steels such as stainless steels, chromia (Cr2 O3 ), a protective
chromium oxide surface layer, forms spontaneously at the steel surface. The idea to form
such a stable and protective oxide layer from the metallic elements beside chromium of
steel, independently of the level of oxygen present in the liquid metal, is one solution. Thus,
the candidate elements are those for which, regardless of the oxygen content, a stable oxide
forms, that is, aluminum, silicon, and titanium.
Depending on the selected element, other obstacles will have to be overcome. For instance, the selection of aluminum to form the oxide (here Al2 O3 , alumina) imposes precisely
tuning the chemical composition of the steel. Indeed, it needs to add a minimum content
of Al to form the alumina scale and at the same time to maintain the austenitic phase of the
matrix, since aluminum is a ferrite promoter.
The protection by deposition of an external coating may overcome the problem of the
local depletion of chemical elements. Moreover, the chemical formulation of the coating is
much more open, so that one can adjust it to optimize both the corrosion and mechanical
resistance of the coating. However, the coating process can require operating at a high
temperature or under mechanical stress, which can lead to the modification not only of the
surface of the material but also of the bulk. For the latter, an additional heat treatment may
become necessary to recover the initial microstructure of the material.
The corrosion resistance was the first step in the selection of a solution. In general,
this was assessed by static or dynamic immersion of the material in the liquid metal
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for imposed durations with control of temperature and chemistry of the liquid metal
especially oxygen content. If the proposed solution fulfils the requirement for corrosion
resistance, additional investigation should follow. As mentioned above, it must be verified
if the corrosion resistance of the protected material estimated in free mechanical loading
conditions is maintained under external loading. Especially, it is necessary to investigate if
undesirable and unforeseen effects such as LME may occur. This is vital to guarantee the
life time of the structure, since it will be subjected to loading by pure mechanical stresses
or thermal stresses.
3. Coatings Formed by Deposition of Foreign Chemical Elements at the
External Surface
Coatings elaborated by different research laboratories to counter corrosion in lead and
LBE will be presented next. They differ in their composition and deposit process.
3.1. Aluminized Coatings by Pack Cementation
Pack cementation is a widely used chemical vapor deposition (CVD) technique.
The traditional pack consists of four components: the substrate to be coated, the masteralloy powder, the halide salt activator, and the inert filler. The process takes place
within a heat-resistant retort which may involve a temperature high enough so that the
microstructure of the substrate can be modified unintentionally.
Deloffre et al. [47] studied the performances of different aluminized coatings deposited
by pack cementation on T91 and 316L steels for corrosion protection in dynamic conditions.
The process normally involved a diffusion phase at 900 ◦ C. However, in order to avoid any
effect on the microstructure of T91 steel, they performed the Fe–Al deposition on the steel
at a processing temperature lower than the tempering temperature. The coating on the
316L steel had a thickness between 50 and 100 µm. It consisted of two layers, an external
layer that contains Al, Fe, Cr, Ni, and O with a high Al content and an inner layer with
less Al but richer in Cr. Between the two layers, precipitates rich in Ni and Al were found.
The T91 steel exhibited different coatings in nature as as well in thickness (between 50 and
100 µm) in relation with the different employed processes.
For both steels, and for all coating processes, adequate protection was obtained in
static conditions for low oxygen concentrations (for which dissolution of the unprotected
steels occurs) for temperatures up to 500 ◦ C and long durations (1000 h). No weight change
of the specimen as well as no modification in the thickness and composition of the coating
were observed. At 600 ◦ C and for low oxygen concentrations (below 10−8 wt.%), significant
damages of the coatings occurred for both T91 and 316L steels leading to severe corrosion
of the materials. For higher oxygen concentrations, no damage of the coating was observed
for the test duration of 1000 h. However, the researchers concluded that the aluminized
coating on 316L steel was quite sensitive to a dynamic flow, due to erosion when tested
in loops.
3.2. Iron Aluminide, Iron Boride, and an Iron Solid Solution Enriched in Chromium and Covered
by Carbide by Pack Cementation
Ledoux et al. undertook their pack cementation expertise approved on nickel base
alloys [48] to the T91 martensitic steel. They elaborated iron aluminide, iron boride, and
an iron solid solution enriched in chromium and covered by carbide coatings by pack
cementation. The mechanical behavior at 300 ◦ C in LBE of each coated T91 steel was
studied [49,50]. First, it was checked that the integrity of the T91 steel was not impacted
by the coating independently of LBE. Under monotonic loading by using the small punch
test (SPT) technique, a similar response was found in the air of uncoated and coated steels,
except for the iron boride one [49]. The mechanical resistance of the iron-boride coated T91
steel was reduced compared with that of T91 steel without coating. This was attributed
to the diffusion of boron in the T91 surface, resulting from the high temperature of the
pack cementation. As for the mechanical response of T91 steel in LBE, the fracture of the
interface between the steel and the Al-based coating promoted an effect of LBE on the
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plasticity deformation and on the damage of the T91 steel. For the others, the iron boride
coating and the iron-chromium solid solution covered by a M23 C6 carbide coating, no
change in the mechanical damage by LBE was noticed. In addition to SPT, fatigue tests
were performed on the T91 steel coated with a superficial M23 C6 (M = Cr + Fe) compound
covering a thick layer (20 µm) of Cr1−y Fey (0 < y< 0.9 wt.%) solid solution. A beneficial
effect of this coating was observed on the fatigue lives at 300 ◦ C in LBE. The detrimental
effect of LBE on fatigue lives of the T91 steel was reduced thanks to the coating [50].
From these investigations, it was concluded that even a thin coating (a few micrometers) can protect and limit corrosion without causing LME issues. Furthermore, sometimes,
the presence of the coating could improve some mechanical properties in liquid metal
because of a reduction of contact between the steel and the liquid metal. A coating comprising a ceramic (carbides) is a possible solution. Particular attention needs to be paid
to microstructural modifications during the elaboration of the coating (high temperature,
diffusion phenomena) and to the interfaces.
3.3. Al2 O3 Composite Coatings by Pulsed Laser Deposition
To overcome the issue of the modification of the microstructure of martensitic steels
induced by the high temperature Al2 O3 coating process, it appeared necessary to operate
at low temperature with other techniques. For that, the Pulsed Laser Deposition (PLD)
technique has been employed by García Ferré et al. [51]. This technique uses high power
laser pulses to melt, evaporate, and ionize material from the surface of a target. It allowed
them to process at room temperature and at 400 and 600 ◦ C by ablation of a 99.99% pure
polycrystalline alumina target. They studied the corrosion resistance of T91 martensitic
steel covered with a nanocrystalline Al2 O3 /amorphous Al2 O3 composite coating. After
500 h of immersion in oxygen saturated lead at 550 ◦ C, no corrosion damage was pointed
out by SEM observation and Energy dispersive X-ray (EDX) maps. The results were not
affected by the thickness of the coating (2 or 8 µm) nor by the process temperature (400 or
600 ◦ C). García Ferré et al. also found that these hard, fully dense, and compact ceramic
barriers attained an unusual ensemble of metal-like mechanical properties, superior plastic
behavior, and wear resistance, as well as strong interfacial bonding [52]. The singular
combination of all these features makes PLD-grown Al2 O3 coating a suitable and promising
candidate for protecting steels from corrosion in HLMs at high temperature [52].
3.4. Al2 O3 Composite Coatings by Sol–Gel Composite Coating Technique
This technique has been applied by Dou et al. [53] on a base nickel alloy (Inconel 600).
Although this alloy is not in the frame of the present paper, it is interesting nevertheless
to mention it because the coating technique working at rather low temperature combines
chemical (sol–gel) and physical (mechanical milling) methods. A mixture of sol–gel and
α-Al2 O3 powders was deposited to the material by dipping several times as in conventional
sol–gel method and finally sintered and dried at 400 ◦ C. This produced Al2 O3 nano- and
micro-composite coatings of about 10 µm thickness. The corrosion resistance at 500 ◦ C
for 100 h in LBE with 7.88 × 10−4 wt.% oxygen of a rotating specimen (500 rpm) was
evaluated. No spalling occurred on the coatings even if porosity was observed in the
coating. Neither Pb nor Bi penetrated into the coatings, which indicates that the coatings
possess an enhanced dynamic LBE corrosion resistance to LBE corrosion. This should
encourage others to apply this technique on 316L and T91 steels.
3.5. Al2 O3 –TiO2 Coating by Thermal Spraying Technology and Laser In-Situ Reaction Method
Thermal spraying is a classical and widely employed technology. It consists of projecting small particles onto a cleaned and prepared surface, resulting in adhesion and
formation of a continuous coating. However, the coating often exhibits low density and
high porosity and contains numerous defects such as cracks or oxide inclusions. To overcome this disadvantage, Chen et al. [54,55] combined successively the thermal spraying
and the laser surface re-melting in-situ reaction technique in order to attempt having high
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quality coating Al2 O3 –TiO2 on the Chinese low activation martensitic (CLAM) steel, a
steel that contains 8.91% Cr, 1.44% W, 0.35% Mn, 0.15% Ta, and 0.13% C. First, a FeCrAlTi
composite powder was obtained by ball milling, heating, stirring, and drying and broken
treatment of a Cr–Fe, Fe–Al, and Ti powder. The oxyacetylene flame-spraying technology
was applied first to fabricate the CrFeAlTi coating, and the laser in situ reaction compound
technology was then adopted to prepare the composite ceramic coating using the CO2
laser system. The sample was treated at 300 ◦ C. These combined technologies allowed
them to obtain an Al2 O3 –TiO2 multiphase ceramic coating free of cracks or pores on the
CLAM steel. A first trial in liquid lead for a duration up to 1000 h showed that the coating
prevented Pb from diffusing and therefore featured potential applications in heavy liquid
metals [54]. After exposure of the coated CLAM in LBE [55] without control of oxygen
for 300 h at 450 and 550 ◦ C, neither the Pb signal nor Bi signal were detected in the very
surface of the CLAM steel. In addition, the Al2 O3 –TiO2 coating exhibited a hydrophobic
property on LBE, which is in favorable for LME resistance. The excellent LBE corrosion
resistance of the Al2 O3 –TiO2 coated CLAM needs, however, to be confirmed with longer
duration tests.
3.6. AlTiN Coatings by Cathodic Arc Ion Plating
Cathodic arc plasma is one of the ion plating PVD methods especially well developed
for coating substrate with, TiN, CrN, and TiAlN films. This method has been employed by
Wu et al. [56] to coat 316L stainless steel with AlTiN. First, they polished the 316L austenitic
plates down to 0.25 µm. Before the deposition of AlTiN coating, a bonding Cr layer was
deposited. This was done at 250 ◦ C with deposition times for Cr and AlTiN layers of 5 and
60 min, respectively. After processing the coating, the bonding Cr layer had a thickness
of about 0.5 µm, aimed at enhancing the adhesive force between the steel substrate and
the upper AlTiN layer. The latter had a thickness of about 4.35 µm and exhibited a dense
and homogeneous structure. They observed some differences between after immersion for
500 h in oxygen saturated LBE at 550 ◦ C and after immersion at 600 ◦ C. At 500 ◦ C, only
the spinel consisted of the oxide layer, which though contained cracks was free of Pb. At
600 ◦ C, a duplex-layered oxide scale was observed, in which penetration of Pb was detected.
Nevertheless, no Pb and Bi elements were detected in the protective AlTiN coating, which
remained free of cracks or holes. The corrosion resistance was attributed to the in-situ
formation of a dense oxide layer consisted of TiO2 and α-Al2 O3 phases. Moreover, the
oxidized coating exhibited low wettability to liquid LBE in the temperature range from 300
to 425 ◦ C thanks to the nanoscale clusters on the surface.
3.7. Al–Fe Coating by Physical Vapor Deposition and Unbalanced Magnetron Sputtering
Rivai and Takahashi [57] employed the physical vapor deposition (PVD) technic using
the Unbalanced Magnetron Sputtering (UBMS) to coat steels with a layer of Al-Fe. In this
technique, atoms and/or molecules of the target materials are sputtered by Ar ions in
the grow discharge plasma and deposit a film on the substrate. The method was applied
at 330–350 ◦ C to coat the austenitic stainless steel SUS316FR and the martensitic steel
STBA26 (9Cr1Mo) with Al–Fe. The coating originated from two plates of Al and SUS304,
as the targets were bombarded by Ar ions with increased concentration in non-equilibrium
magnetic fields generated by the magnetic source. Layers of 20 and 10 µm for the SUS316FR
and the STB26 were obtained, respectively. After immersion at 700 ◦ C of the SUS316FR
in low oxygen LBE for 1000 h and of the STBA26 in low oxygen lead for 500 h, the Al–Fe
coating layer could remain on the surface of both steels without penetration of LBE and
lead, respectively. A very thin and stable oxide layer was formed on the surface of the
coating layer and protected the surface from the corrosion attack of LBE and lead [57].
This protective coating remained efficient even under transient temperature conditions of
550–800 ◦ C [58].
However, under a tensile stress condition in LBE at the low oxygen concentration (up
to 5.2 × 10−8 wt.%) at 550 and 650 ◦ C, the corrosion behavior changed. The Fe–Al coating
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on the HCM12A steel (11% Cr 2% W) cracked. Penetration of LBE into the base metal and
the dissolution of the base metal to LBE around the cracks of the coating layer was not seen
appreciably at 550 ◦ C for 500 h but clearly occurred at 600 ◦ C [59]. For the 316 stainless
steel tested at 650 ◦ C, cracks were also observed with a width of 8 µm. LBE penetrated into
the cracks and corroded the 316SS substrate involving both the dissolution of Ni and Cr
from the steel matrix to the LBE as well as oxidation of the 316 matrix caused by oxygen in
LBE. The coating layer could only reduce the surface of the matrix to be corroded by LBE
and could moderate the corrosion of the depth direction but could not totally protect the
material [60].
3.8. FeAlTi Coating by Laser Melting Process
Kurata et al. [61] employed and optimized the laser melting process with Al, Ti, and
Fe powders to coat 316 stainless steel with an Al rich layer. The optimization aimed at
producing coatings free of cracks and defects, and this was obtained by using a scanning
rate of 20 mm/min and by maintaining an Al content less than 12 wt.%. Coating layers
90 µm thick with 5 wt.%–7 wt.% Al, 3.5 wt.%–5.5 wt.% Ti, 11 wt.%–12.5 wt.% Cr, 7 wt.%–
8 wt.% Ni, and 60 wt.% Fe were produced. During immersion at 550 ◦ C in LBE containing
10−6 wt.%–10−4 wt.% of oxygen, a thin oxide covered the coating after 1000 h of immersion.
This played the role of corrosion barrier and allowed a very good protection of 316 steel
against corrosion as claimed by the authors.
3.9. FeCrAl Coating by Low Pressure Plasma Spray Process Followed by GESA Pulse
Power Process
The GESA (Gepulste Elektronenstrahlanlage) pulse power process differs from the
techniques described above by the production of a melted layer. Indeed, it involves rapid
melting of a material surface layer under the influence of the electron beam, followed by
rapid quenching, due to heat conduction into the unaffected bulk material. The GESA
technique to modify the surface of a Fe9Cr (OPTIFER IVc) and of an austenitic steel
16Cr15Ni for corrosion resistance in liquid lead under oxygen control at 550 ◦ C appeared
efficient especially when Al was alloyed into a surface layer of 10 µm depth [62]. Indeed,
no corrosion attack was observed for both alloys. Later on, Weisenburger et al. [63]
employed the low pressure plasma spraying (LPPS) process followed by the GESA process
for deposition of FeCrAlY at the surface of T91 martensitic steel. They obtained good
quality of the surface in terms of regular thickness and absence of porosities. The coated
surface layer by melting involved a large area surface to a depth of several 10 µm in some
10 µs without influencing the material structure of the bulk material. In the range of
4 wt.%–10 wt.% Al in the coating, a stable thin alumina scale was formed by Al diffusion
to the surface and selective oxidation. The corrosion experiments showed good protective
behavior of Al scales in LBE with 10−6 wt.% oxygen up to 650 ◦ C and for exposure times up
to 10,000 h [45,64]. The protective effect of the FeCrAl coating obtained by the combination
of the LPPS process with the GESA was also revealed after exposure of T91 steel in liquid
lead containing 10−6 wt.% and 10−8 wt.% oxygen in a temperature range from 400 to
550 ◦ C [65]. In addition, the GESA-modified layer at the test temperature conditions
(550 ◦ C) and the test medium (LBE or air) did not change the LCF behavior of T91 steel [66].
The creep properties of T91 steel protected by the FeCrAlY alloys were then studied [67].
The negative influence of the liquid LBE on the creep behavior of non-protected T91 steel
was stress-dependent and below a threshold stress value of 120 MPa at 550 ◦ C, thus the
influence became almost negligible. For the protected T91 steel, no signs of LBE influence
were detected. The surface-modified specimens tested at high stress levels instead had
creep-rupture times similar to T91 steel (original state) tested in air.
3.10. TiC Coating by Arc Ion Plating
TiC coating was achieved by Shi et al. [68] in a 0.25% C–1.2% Si–10.8% Cr steel. The
process started with a deposition of pure Ti by arc ion plating (AIP) on a mirror surface of
the steel before heat treatment. Then the heat treatment was applied involving decarburiza-
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tion during the normalizing step. This produced the TiC coating with a final thickness of
around 5 µm. However, due to the decarburization, the martensitic microstructure near the
surface turned into ferrite and the decarburization layer was as thick as 0.18 mm. The TiC
coated steel was evaluated after keeping in the low and saturated oxygen LBE at 600 ◦ C for
500, 1000, and 2000 h. It was found that the TiC coating can effectively protect the steel from
the corrosion by low oxygen LBE. It is also demonstrated by Electron Probe Micro Analysis
that the TiC coating can strongly prevent Pb from penetrating. However, the thickness of
the TiC coating tended to decrease with the immersion duration especially in the first 500 h
(2.26 µm) and then moderately (1.86 µm for 2000 h). This contrasted very much with the
behavior in oxygen-saturated LBE. Indeed, after exposure in oxygen-saturated static liquid
LBE at 600 ◦ C for 500 h, the TiC coating transformed into two other oxides, namely TiO2
and PbTiO3 . The outer layer consisted of PbTiO3 , while the TiC layer was between the
PbTiO3 layer and the steel substrate. The TiC coating could not protect the steel from the
corrosion by the oxygen saturated LBE at 600 ◦ C.
3.11. Nanostructured Surface Layer by Surface Mechanical Rolling Treatment
Lu et al. [69] employed the surface mechanical rolling treatment (SMRT) to modify the
surface of 9Cr2WVTa steel. The surface of the steel was impacted by WC–Co cermet balls
of low velocity. This resulted in a microstructure refinement of a 80 µm thick surface layer.
The corrosion resistance in a stagnant LBE was investigated in regards to the effect of a
pre-oxidation at 600 ◦ C for different durations in air. In the SMRT sample, a thin oxide scale
was 0.5 µm thick after exposure of 510 h. The oxide scale was homogeneous, compact, and
contained mainly Mn2 O3 together with (Fe0.6 Cr0.4 )2 O3 . In comparison with the non-treated
steel, the SMRT pre-oxidized sample exhibited neither oxidation nor corrosion in LBE at
550 ◦ C for 500 h, but the protective effects disappeared when the immersion duration was
longer than 3000 h.
4. Coatings Formed Following Control of the Chemical Composition of the Bulk of
the Material
The modification in the chemical composition of the material consists in adding either
silicon or aluminum.
4.1. Silicon Enriched Materials
Kondo and Takahashi [70] found that adding 2% of silicon in a 10Cr–1Mo steel resulted
in an excellent corrosion resistance in LBE at 550 ◦ C for 500 h at low oxygen concentration
(1.7 × 10−8 wt.%) without any penetration of Pb–Bi beneath the layer. After 2000 h in
high oxygen concentration (1 × 10−6 wt.%) LBE, weight loss was measured, due to the
formation of a thick oxide layer with poor adherence and further detachment.
Lower Si content in such a class of steels appeared insufficient for corrosion protection,
as pointed out by Short et al. [71] for the same exposure duration. Their Fe9Cr1Mo–
0.32Si steel experienced selective dissolution of chromium both in reducing or oxidizing
environments, at low (600–615 ◦ C) and high (700–715 ◦ C) temperatures. The oxide layer
formed in the oxidizing conditions were insufficient against LBE dissolution. By contrast,
the thin oxide scale formed in the Fe–12Cr–2Si acted as an excellent diffusion barrier
preventing metal ions from escaping or oxygen ions from entering the metal surface.
This layer consisted of principally chromia at the surface and silica between chromia and
the metal.
Kurata investigated the effect of silicon in T91 steel and in 316L austenitic stainless
steel [72]. He showed that the additions of 1.5 wt.% Si to T91 steel and 2.5 wt.% Si to
316 steel improved corrosion resistance in oxygen-saturated LBE at 550 ◦ C for 3000 h.
However, it was not enough to prevent ferritization completely of the austenitic matrix of
the 316 steel when the oxygen concentration in LBE decreased. However, as mentioned
above, the modification in the protection method, here the silicon content, leading to an
increase in corrosion resistance, must not negatively impact the mechanical properties of
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the material. This is one limiting advantage of silicon as an addition of 1.5 wt.% Si to T91
steel causes rise in the ductile to brittle transition temperature (DBTT) [72].
The limiting advantage of enriched silicon steels-ferritic, martensitic, and bainitic- has
been also pointed out by van den Bosch et al. [73,74] for lower test temperatures (between
300 and 375 ◦ C). Despite the improved corrosion resistance of elevated Si steels in contact
with liquid LBE, the bainitic S2439 (0.2 wt.% C, 2.75 wt.% Si, 12 wt.% Cr, 1 wt.% Mo,
0.3 wt.% V, 0.48 wt.% W) and the ferritic S2440 steels (0.2 wt.% C, 4.83 wt.% Si, 14 wt.% Cr,
1 wt.% Mo, 0.3 wt.% V, 0.45 wt.% W) were very prone to LME. Furthermore, tensile tests in
argon and in LBE for a silicon-enriched high Cr/high creep resistant bainitic steel showed
that the silicon enriched steel was very sensitive to LME.
In a comparative study on the corrosion behavior of ten stainless steels in LBE at
520 ◦ C with dissolved oxygen content between 10−9 wt.% and 5 × 10−4 wt.% [21], two
Si enriched alloys were investigated. Roy et al. pointed out that both Si-containing
steels (18Cr–15Ni–3.7Si and 21Cr–11Ni–1.6Si) exhibited very few dissolution zones even
at the maximum duration 1850 h. The average thickness of the dissolution layer in these
alloys were very weak in comparison with the other steels. A 1 and 1.5 µm adherent
oxide layer was observed on the 21Cr–11Ni–1.6Si surface and on the 18Cr–15Ni–3.7Si,
respectively. Although the authors obtained a set of Ni-containing alloys presenting
promising corrosion behavior, they pointed out the necessity of performing long terms
experiments and controlling the Si content to avoid LME.
It turns out that an improvement in corrosion resistance by Si-enrichment of numerous steels including T91 steel and 316 L steel is indeed observed. However, for ferritic
matrix steel, the positive effect is counterbalanced by a spoiling of their good mechanical
properties, which is not acceptable. Therefore, at least for ferritic matrix steels, one had to
turn to the other candidate element, aluminum.
4.2. Aluminum Enriched Materials
High chromium ferritic stainless steels, the NTK04L steel (18Cr–3Al) and the Recloy10
steel (18Cr–1Si–1Al) were investigated at 550 ◦ C up to 1000 h in LBE with an oxygen
concentration of 1.7 × 10−8 wt.% and up to 2000 h in LBE with an oxygen concentration
of 1 × 10−6 wt.% by Kondo and Takahashi [70]. An Al-enriched single layer stuck to the
matrix was formed on the surface of the NTK04L steel, which protected the matrix from
not only the liquid metal corrosion but also the oxidation corrosion, since this layer had
oxidation resistance in the Pb–Bi flow at high oxygen concentration. The weight of the
NTK04L steel specimen decreased slightly with exposure time, due to corrosion. A single
Al- and Si-enriched layer was formed on the surface of the Recloy10 steel and even after
2000 h in LBE, the weight of the Recloy10 steel did not decrease due to the absence of
corrosion. Higher Cr steels alloyed with aluminum were investigated by Lim et al. [75,76],
the Kanthal-AF (a Fe22Cr5Al alloy containing small amount of yttrium and zirconium), the
MA956 (Fe18Cr4.8Al) and PM2000 (Fe19Cr5.7Al) which are both yttrium-oxide dispersion
strengthened (ODS) steels. From their tests at 500 and 550 ◦ C, different morphologies of
coating layers were observed and thus different corrosion resistances to LBE. In 500 ◦ C
tests, thin Al2 O3 layers were formed on the surface of all tested materials, and there was
no dissolution attack by LBE. The existence of the chromium sulfide (CrS) island at the
Al2 O3 layer/metal interface was found. The inner Al2 O3 layer formed on MA956, while
the inner Al2 O3 layer did not form on Kanthal-AF and PM2000. At 550 ◦ C, it was found
that LBE penetrates into the metal of Kanthal-AF through the damaged oxide layer and
along the grain boundary of the metal. The penetrated depth of LBE was about 20 µm.
In case of ODS materials (MA956, PM2000), the penetration of LBE into the metal was
not observed. It was concluded that FeCrAl ODS steels (PM2000, MA956) are superiorly
resistant to corrosion compared to the FeCrAl ferritic steel (Kanthal-AF) in LBE at higher
temperature. Baker and Brewer [77] addressed the issue of LME in MA956 steel. By using
slow strain rate tests, they found immunity for this alloy to LME by lead and LBE without
control of oxygen at 328 and 150 ◦ C respectively.
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Even if these materials exhibit interesting corrosion behavior in LBE, they contain
costly chemical elements and can be susceptible to embrittlement in specific temperature
regions. To suppress the cost drawback, low chromium ferritic steels (Fe–10Cr–4Al) are
being considered as potential candidates. Dömstedt et al. elaborated alloys with the aim
to be able to operate at temperatures higher than 550 ◦ C [78]. After exposure in stagnant
liquid lead with and without oxygen at 750 ◦ C for up to 1970 h, the steels presented a good
corrosion resistance in liquid lead with minor oxidation and no dissolution. However, it will
be necessary to check their LME sensitivity in this range of temperature considering LME
evidence at 350 ◦ C. Indeed, by using slow strain rate tests, Gong et al. pointed out LME of
Fe–10Cr–4Al at 350 ◦ C in LBE containing low as well as high oxygen [79]. Transgranular
cleavage and intergranular cracking were the major fracture modes. The double-layer
oxide scale consisting of magnetite and Al-rich spinel was fragmented, indicative of a
brittle nature.
Nevertheless, the intensive research carried out inside the European projects (TECLA,
DEMETRA, MatISSE . . . ) led to the conclusions that the reported cases of LME in ferritic/martensitic steels suggest to limit their use as structural materials in contact with
liquid LBE or liquid lead. Therefore, the use of austenitic steels (e.g., 15-15Ti and 316 steels)
have received fresh attention while keeping in mind the issue of the selective dissolution
of nickel. As for ferritic steels, aluminum was added to form a protective alumina oxide
for corrosion mitigation in LBE or liquid lead. Enriched aluminum austenitic stainless
steels are often referred to as AFA which stands for alumina-forming austenitic (AFA).
As pointed out above, fine tuning of the chemical composition is necessary to balance
corrosion resistance with stability of the austenitic phase.
In their comparative study on stainless steels in LBE at 520 ◦ C with dissolved oxygen
content between 10−9 wt.% and 5 × 10−4 wt.%, Roy et al. [21] included the 14Cr–25Ni–
3.5Al AFA steel. After 1850 h, this AFA exhibited few dissolution zones. Oxidation seemed
to be the dominant mechanism even if the corrosion layer did not cover uniformly the steel
surface. The presence of adherent and non-adherent oxide layers even seems to highlight a
mechanism of oxide dissolution. Ejenstam and Szakalos [80] did the same task with the
14Cr14Ni2.5Al AFA and 14Cr20Ni2.5Al AFA steels and conventional 316L and 15-15Ti
stainless steels at 550 ◦ C in liquid lead (10−7 wt.% oxygen) for durations up to one year.
As expected, dissolution local attacks occurred on the 316L and on the 15-15Ti but also on
the 14Cr20Ni2.5Al AFA. In contrast, 14Ni AFA did not suffer from dissolution attack tanks
to the formation of a thin protective (<100 nm) Al rich oxide after one year of exposure in
liquid lead at 550 ◦ C. However, the austenitic structure transformed into ferrite. In view of
maintaining the austenitic structure, the research of Shi et al. [81] aimed at determining
the concentration ranges of the alloying elements (Cr, Al, and Ni), for which quaternary
FeCrAlNi-based model alloys exhibit corrosion resistance in liquid lead at 600 and 550 ◦ C
(oxygen contain equal to 10−6 wt.%), while preserving the austenitic structure as the alloy
matrix. A passivated scale constituted by Cr2 O3 and Al2 O3 were formed. They found
that for the passivating scale formation, while preserving the austenitic structure of the
alloy matrix in AFA, the composition range Fe–(20–29)Ni–(15.2–16.5)Cr–(2.3–4.3)Al (wt.%)
should be designed for applications in Pb and Pb-based alloy environments up to 600 ◦ C.
In case of application temperatures less than 550 ◦ C, the critical Cr content was found at
14.4 wt.%. However, if the optimization of the chemical composition allowed maintaining
the austenitic structure at the surface of the material, Ni3 (Al,Fe) precipitated in the bulk
after exposure of 1000 h at 600 ◦ C. To check the real impact of the presence of the ferritic
phase in an austenitic matrix on the corrosion resistance, Chen et al. elaborated a duplex
steel 18Ni–16Cr–4Al–2Mo–0.4Nb (in wt.%) with 75 vol.% austenitic phase and 25 vol.%
ferritic phase [82]. At 700 ◦ C, for 1000 h in liquid lead with low oxygen content (10−9 wt.%),
obvious lead penetration combined with nickel dissolution was observed. With a more
important content of oxygen (10−6 wt.%), the steel was protected by a thin oxide layer.
After 1000 h at 700 ◦ C, the NiAl and Laves phases were observed. They are known to be
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detrimental to the mechanical properties of traditional steels but were not of concern for
this study.
Since nickel is a critical element of stainless steels regarding corrosion, Wang et al. [83]
paid attention to the corrosion behavior of Al-added high manganese steels, since manganese is known to stabilize the austenitic structure, as nickel does. They investigated
21.5% Mn 1% Cr steels with 5%, 6%, and 7% of aluminum in saturated oxygen LBE or
low oxygen LBE (down to 1.6 × 10−8 wt.%) at 450 ◦ C for 430 h. They showed that the
oxide layer was not protective against saturated oxygen LBE but became protective in
low oxygen LBE. They recommended a content of 7 wt.% of aluminum to expect reliable
protection of the steel.
5. Conclusions
Austenitic stainless steels and ferritic-martensitic are material candidates to be employed in Gen IV nuclear reactors and accelerator-driven systems. They will be in contact
with liquid lead and LBE in a temperature range from 300 to 550 ◦ C. Corrosion and liquid
metal embrittlement have to be taken into account for the reliability and safety of these
plants. The intensive research conducted during the last three decades has confirmed the
choice of these materials and the limits to their use. To control degradation by liquid lead
or LBE, attention has to be paid to the surface of the structural alloys in contact with the
liquid metals.
The present review points out the strong efforts paid to the mitigation of corrosion.
The search for a protective barrier between the steel substrate and the liquid metal is
conducted according two routes: the formulation of a protective barrier and the choice of
the technological process to coat the steel substrate and the optimization of the chemical
composition of the steel which reacts into the liquid metal to form a “natural” protective
oxide. The operating conditions of the investigated coating processes allowed working at
low as as well high temperature, and thanks to the use of some high technology coating
processes, allowed optimizing the adhesion of the coating. Resistance to corrosion in lead
or LBE can be observed for short time durations but needs to be confirmed especially by
longer term experiments and by additional mechanical testing. The formulation of chemical
composition of the steel to form “natural” protection requires extended investigation.
However, the identification of the detrimental elements such as silicon and of advantageous
ones such as manganese allows going into this direction. Nevertheless, this second route
seems to be less open than the former one.
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